
Vermont Agency of Transportation Material Sampling Manual

SAMPLING 
METHOD TESTING METHOD

203.3000001 CLAY BORROW CY 203-0001.02(a) Clay Borrow Gradation 50 R 90 T 99
Liquid Limit 2 N/A T 255 or T 310
Plasticity Limit N/A N/A T 310

MATERIAL SAMPLING & TESTING FREQUENCY CHART, SPECIAL SPECIFICATIONS

PAY ITEM 
NUMBER PAY ITEM DESCRIPTION

PAY 
ITEM 
UNIT

MATERIAL 
CODE MATERIAL DESCRIPTION MATERIAL PROPERTY MINOR QUANTITY 

THRESHOLD MINIMUM ACCEPTANCE SAMPLING FREQUENCY (PER PROJECT) ACCEPTANCE SAMPLING LOCATION

1/Project In-Place, Berm/Windrow, or Stockpile

SAMPLE SIZE2
PROCEDURES1

N/A

Appendix B B7


